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Abstract
The determination of the thermal conductivity and the thermal diffusivity of granular dry material is exposed to the 
problem of heat transfer between the heat source of an instrument and the media of investigation. This problem can 
be solved by filling the pore space with various fluids. An empirical relation between the thermal conductivity and the 
diffusivity of the composed media and the thermal conductivity of the pore fluid is extrapolated to the value of air as a 
pore filling. A further method provides the heat contact conductance of the fluid–solid interface during a non-stationary 
state which allows the estimation of the thermal diffusivity for air in the pore space. The validity of the geometric mean, 
which is often used to estimate the thermal conductivity of composed media, is limited to a heat conductivity contrast 
of up to 1:20. The structural constant of Wiener’s mixing rule represents not only a fixed structure of the pore space, but 
also relates to the heat transfer properties at the fluid–solid interface. It strongly varies with the surface tension of the 
fluid as well as with its wetting property.

Keywords Thermal conductivity · Thermal diffusivity · Mixing rules · Loose material · Porous media · Surface tension · 
Wetting property

1 Introduction

There are many experiments published about mixtures of 
sand and water as well as organic fluids. A comprehensive 
review is given by Somerton [16], reporting several usual 
and sophisticated mixing rules. Various rules of averag-
ing are applied to natural sand/fluid mixtures which are 
reported by Askari et al. [1]. The main problem of the 
experiments is due to the variability of the pore structure, 
the grain size and shape as well as the ratio of the thermal 
properties of the constituents of the mixture [14] which 
limit their accuracy. These properties are often expressed 
with the formation factor which denotes an empirical 
parameter and which is determined with the electrical 
conductivity of a sample in relation to its porosity. It sum-
marizes all structural effects with the so-called cementa-
tion factor [15] which describes the structure of the pore 
space in accordance with its electrical conductance. This 

method can, therefore, not be applied to dry samples. 
Berryman [3] introduced beside the formation factor of 
the pore space an additional formation factor of the solid 
framework which neither can solve the problem due to the 
interface thermal resistivity.

A further approach is reached for estimating thermal 
properties of composed media considering the structure 
of the matrix with the mixing rule of Wiener [21], which is 
based on the potential theory and introduces a structural 
constant. Buntebarth and Schopper [5] demonstrated the 
sensibility of this structural constant on the applied pore 
fluid with sedimentary rocks rich in quartz. The constant 
contains manifold information to the fluid–solid interface. 
Additional to the wetting property of the fluid, the struc-
ture of the surface can influence the wetting behavior, so 
that it can change from a hydrophilic to a hydrophobic 
behavior [7].
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Beside the internal structure of porous media, the inter-
face between a flat or round measuring sensor and a sam-
ple plays a non-negligible role [18]. A theoretical approach 
[12] results the remarkable influence of the contact area 
on the interfacial thermal conductance. The determina-
tion of thermal properties of loose sediments and mineral 
flours is, therefore, exposed to the problem of the contact 
resistance between a plane heat source and the sample 
for measurement, because all contacts are only point con-
tacts to the media (Fig. 1, section A-A’) and, therefore, not 
representative for the whole sample (Fig. 1, section B-B’). 
A cross section through the media to study the contact 
surface cannot be manufactured. In order to overcome 
the problem, the thermal conductivity of loose material is 
determined with different pore fluids. In order to minimize 
this apparent thermal contact resistance, suitable contact 
material can be added to solid samples. In this study, the 
thermal conductivity of loose material is determined by 
the addition of different pore fluids.

Several methods are applied to estimate the ther-
mal conductivity as well as the thermal diffusivity of dry 
unconsolidated material [10, 16]. With this study, empiri-
cal relations between both the properties and the thermal 
conductivity of the pore fluid are extrapolated to values 
for dry samples.

The geometric mean results in a fairly good effective 
thermal conductivity for composed media, but it yields 
wrong values with dry porous media. Its validity is tested 
with a variety of pore fluids.

Special attention is paid to the thermal contact conduct-
ance between the fluid and the solid. The effect of the dif-
ference between their thermal effusivity is investigated. The 
artificial mineral flours are crushed grains with surfaces con-
taining physical defects, instead of rounded ones originated 
from weathering and transportation. Between the solid sur-
face and the liquid phase, a thin layer occurs and Truong 
and Wayner [19] calculated specific properties of this thin 
film, which can reach a remarkable thickness for non-wet-
ting fluids. Its thickness, called the Kapitza length, e.g., [2], 
contributes to the heat transfer with an additional thermal 

resistance (Kapitza resistance), which also contributes to the 
structural constant as investigated in this study.

The cited investigations are mainly focused on the poros-
ity dependence of the thermal conductivity of solid porous 
and loose granular media saturated with fluids. In this study, 
a constant porosity of mineral grains is considered with the 
pore space saturated with fluids of different thermal conduc-
tivities, in order to reveal the effective thermal conductivity 
of a dry matrix through extrapolating the effective thermal 
conductivity for a fluid-free pore space.

2  Theory

The bulk thermal properties of composed material are often 
estimated by applying various mixing rules. There are three 
usually used mathematical rules for weighted averaging, 
i.e., the arithmetic, harmonic and geometric mean. The first 
two rules are not representative for a complex pore space 
and can be understood as heat transfer through a parallel 
or perpendicular arrangement of matrix and pore space. On 
the other hand, the geometric mean agrees fairly well with 
water-saturated porous media, although it has no physical 
explanation. A more enhanced rule has been established by 
Wiener [21] on the basis of the potential theory [5]. This rule 
introduces a specific constant depending on the structure 
for a given sample. It relates the ratio of the effective thermal 
conductivity Ktot to the matrix conductivity Kmtx as a function 
of the ratio of the conductivity of the pore fluid Kpor to that 
of the matrix:

with ϕ as the porosity and α as a structural constant of an 
unconsolidated material or solid porous media.

Small values of α, i.e., α = 0 correspond to a structure with 
mainly parallel flow of heat through the matrix and pore 
space which equals the weighted arithmetic mean and 
large values, i.e., α → ∞ corresponds to the weighted har-
monic mean and indicates that the heat flow is dominated 
by addition of the thermal resistances [5].

Inserting the relation between the thermal diffusivity κ, 
the thermal conductivity K as well as the density ρ and the 
specific heat capacity c in Eqs. 1 and 2:

Equation (4) results:
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=
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Fig. 1  Loose grains above a flat solid surface: a-a’ boundary 
between both media. b-b’ section through the granular medium
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with the total thermal diffusivity κtot, the matrix thermal 
diffusivity κmtx, the densities of the pore space ρpor and 
matrix ρmtx and their specific heat capacity cpor and cmtx.

However, the thermal conductivity is determined dur-
ing a stationary heat flow through the media, and the ther-
mal diffusivity is determined during a non-steady process. 
The time dependence of the temperature at a fluid–solid 
interface can be described analytically [6] where the so-
called heat penetration coefficient S relates to the tem-
perature change [17]. It is the ratio of the thermal effusivity 
of the pore fluid and that of the matrix:

This coefficient is proportional to the temperature vari-
ation at a fluid–solid interface. It is therefore an important 
parameter during the determination of the total thermal 
diffusivity, which needs a non-steady state. However, it 
does not distinguish between a wetting or non-wetting 
pore fluid. The degree of wetting causes a varying thermal 
resistance at the fluid–solid interface which can be of sig-
nificant importance, especially with non-wetting fluids [2]. 
This interfacial thermal resistance, called the Kapitza resist-
ance, is part of the thermal heat transfer coefficient which 
defines the temperature drop at the interface between 
two materials.

3  Methodology

The thermal conductivity and thermal diffusivity have 
been simultaneously determined with the instrument, 
SolidTherm (www.geote c-instr ument s.com), which oper-
ates with a line source and an averaging platinum tem-
perature sensor of length 40 mm and a diameter of 5 mm. 
During the 2 min of measuring, the probe heats up (about 
1–2 K) and records the temperature reaction, which is 

(6)
Kpor

√

�mtx
√

�porKmtx

=

√

Kpor�porcpor
√

Kmtx�mtxcmtx

= S

affected by the surrounding sample material. In the fol-
lowing step, thermal conductivity and diffusivity are cal-
culated based on the temperature graph according to the 
ASTM standard, D5334-08 and DIN EN ISO 22007-1:2012. 
The accuracy of the equipment is within 5% of the thermal 
conductivity and 10% of the thermal diffusivity.

Three granular samples were selected as matrix mate-
rial, i.e., quartz sand, quartz flour and limestone flour. Their 
grain size is given in Table 1 and ranges from < 0.006 mm 
to > 0.4 mm. The purity of quartz flour is > 98%  SiO2 (Quar-
zwerke GmbH, Frechen/Germany) and that of limestone 
flour from Fischbach/Germany is 94% carbonate inclusive 
2% dolomite (Rohrdorfer Zement, Geosystems Spezial-
baustoffe GmbH Rohrdorf/Germany).

With experimental results of Ktot and κtot measured 
and Kmtx and κmtx assumed according to the literature [5, 
9, 16], the mixing rules and the structural constant α can 
be determined applying Eqs. 1 and 2. A dense packing 
between face-centered and body-centered cubic of the 
dry particles is achieved to yield a porosity ϕ = 36 ± 1%. The 
pressed particles fill a volume of 600 cm3, which is mixed 
with 220 ml of different fluids, i.e., water, water with 25% 
NaCl, glycerin, water with 38 wt% formic acid, water with 
57 wt% ethanol, ethylene glycol, rapeseed oil, isopropanol 
or isooctane. The physical properties of the matrix are 
given in Table 2 and that of the liquids are in Table 3. They 
vary in surface tension, thermal conductivity, thermal dif-
fusivity, specific heat capacity and wetting property. All of 
these parameters influence the heat transfer through the 
composed media.

4  Results

The thermal properties of mixtures of unconsolidated 
media with different fluids allow an estimation of the 
thermal properties of dry unconsolidated or porous 
media. Both the thermal conductivity and the thermal 

Table 1  Grain size analysis (wt%)

Sieve mash size (mm) > 0.4 0.4–0.315 0.315–0.100 0.100–0.063 0.063–0.040 0.040–0.020 0.020–0.006 < 0.006

Sand (> 95% Quartz) 10.4 15.8 72.9 0.9
Quartz flour 14 18 18 50
Limestone flour 16 21 36 27

Table 2  Properties of the 
matrix [5, 9, 16]

Kmtx (W m−1 K−1) κmtx  (mm2 s−1) ρmtx (g cm−3) cp.mtx (J g−1 K−1)

Sand 7.0 3.57 2.6 0.74
Quartz flour 7.0 3.57 2.6 0.74
Limestone flour 3.77 1.86 2.6 0.78

http://www.geotec-instruments.com
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diffusivity relate to the thermal conductivity of the pore 
fluid, which enables the estimation of the properties of 
gas-filled porous media. The application of the geomet-
ric mean is limited and cannot be applied to dry porous 
media. Wiener’s mixing rule provides deeper insights to 
the fluid–solid interface.

4.1  Relation between bulk thermal properties 
and the thermal conductivity of pore fluid

The bulk thermal conductivity and the thermal diffusivity 
of granular media are displayed with respect to the ther-
mal conductivity of the pore fluid in Figs. 2 and 3. A linear 
relation can be assumed between the total conductivity 
and that of the pore fluid. The total thermal diffusivity is 
also dominated by the thermal conductivity of the pore 
fluid and results in a linear relationship (Table 4).

Both empirical relations can be applied to estimate the 
thermal properties for gas-filled porous materials (Table 5). 

As demonstrated in Figs. 2 and 3, the non-wetting isooc-
tane results indicate a lower conductivity than expected. 
Therefore, it is not included in the trend. The thermal con-
ductivity is reduced by ca. 30–40% compared to the trend 
of the wetting fluids and the thermal diffusivity is reduced 
by 20–30% (Table 6).

4.2  The geometric mean of thermal properties 
of matrix and pore fluid

The trend of the measured mixtures can satisfactorily be 
described with a logarithmic function within the range of 
the conductivity of the applied wetting pore fluids. It is 
equivalent to the geometric mean.

The constants c1,2 and the apparent conductivity Ka
por 

are determined with the trend and agree within an error 
bar of 10% over a limited range (Table 3). This case study 

(7)ln
(

Ktot

)

= c1 ln
(

K
a

por

)

+ c2

Table 3  Surface tension σ and thermal properties of the pore fluids [8, 11] as well as the difference between the experimentally determined 
thermal conductivity of saturated sand Ktot and its geometric mean Kgeom. at various pore fillings

Fluid σ (mN  m−1) κpor  (mm2s−1) Kpore 
(W m−1 K−1)

Ktot (W m−1 K−1) Kgeom. 
(W m−1 K−1)

(Ktot − Kgeom.)/Ktot 
(%)

Water 72 0.14 0.60 3.12 2.96 5
Water with 25% NaCl 82 0.138 0.58 2.70 2.93 − 8
Water with 38 wt% formic acid 51 0.135 0.49 2.78 2.76 1
Glycerin 63 0.096 0.29 2.27 2.32 − 2
Water with 57 wt% ethanol 35 0.110 0.29 2.22 2.30 − 3
Ethylene glycol 48 0.111 0.29 1.91 2.30 − 20
Rape oil 30 0.088 0.14 1.56 1.78 − 14
Isopropanol 22 0.068 0.14 1.30 1.77 − 59
Isooctane 19 0.091 0.13 1.04 1.73 − 66

Fig. 2  The total thermal conductivity K plotted against the thermal 
conductivity of the pore fluid Kpor; open marks denote the non-wet-
ting isooctane fluid

Fig. 3  The total thermal diffusivity κ plotted against the thermal 
conductivity of the pore filling Kpor; open marks denote the non-
wetting isooctane fluid
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of sand allows a ratio of ca. 20:1 between the heat con-
ductivity of the matrix and that of the pore fluid, which 
excludes gas-filled pores. Figure 4 shows that the ther-
mal diffusivity cannot be estimated with the geometric 
mean because the different density and specific heat 
capacity of the matrix and the pore fluid are not taken 
into account.

4.3  Effect of the thermal effusivity

The heat transfer in porous media is dominated not only 
by the heat conductivity of the pore fluid. The density 
ρ and the specific heat capacity  cp, which are usually 
different from that of the matrix, relate also to the heat 
transfer at the fluid–solid interface. The heat penetra-
tion coefficient S, which is defined in Eq. 6 as the ratio 
of the thermal effusivity of the pore fluid and that of the 
matrix, controls the temperature transition between the 
pore space and the matrix during a non-steady state, i.e., 
during the determination of the thermal diffusivity. The 
relation between both parameters is shown in Fig. 5. An 
exponential relation shows the trend as the best fit to 
the measured data (Table 4).

The thermal effusivity of air is 5.8 W s½ m− 2K−1, if the 
thermal conductivity of 0.026 W m−1 K−1 and the thermal 
diffusivity of 20 mm2 s−1 [9] are applied. The heat pen-
etration coefficient of quartz grains with air in the pore 
space is 0.0016 and that of limestone is 0.0021, so that 
the thermal diffusivity can be estimated for the air-filled 
media. The extrapolated thermal diffusivity of dry sand 
and mineral flours is calculated in Table 5. The results of 
these materials are determined at the given density only.

The thermal diffusivity of the non-wetting isooctane 
is not included in the trend. A systematic deviation from 
the trend is determined (Table 7) and indicates an addi-
tional transient thermal resistance. This difference is 

Table 4  The trend of the 
total thermal conductivity 
and thermal diffusivity with 
the regression coefficient 
according to Figs. 2, 3 and 5

Sand as bs R
2 Quartz flour aq bq R2 Limestone flour al bl R

2

Ktot = a Kp + b 3.092 1.163 0.93 2.669 1.206 0.86 1.900 0.782 0.93
κtot = a Kp + b 1.836 0.386 0.95 1.788 0.341 0.95 0.943 0.361 0.99
ln(κtot) = a S + b 2.757 0.782 0.97 2.926 0.908 0.88 1.674 1.014 0.99

Table 5  Estimated thermal 
properties with air 
(K = 0.026 W m−1 K−1) filled 
porous media at the apparent 
density ρ according to Figs. 2, 
3 and Eq. 6

Thermal property Sand 
ρ = 1.68 g cm−3

Quartz flour 
ρ = 1.54 g cm−3

Limestone flour 
ρ = 1.47 g cm−3

Thermal conductivity (W m−1 K−1), Fig. 2 1.24 1.28 0.83
Thermal diffusivity  (mm2 s−1), Fig. 3 0.41 0.39 0.39
Thermal diffusivity  (mm2 s−1), Eq. 7 0.45 0.41 0.36

Table 6  Difference of thermal properties between the trend of wetting fluids and the non-wetting isooctane as pore fluid

Fluid Sand ρ = 1.68 g cm−3 Quartz flour ρ = 1.54 g cm−3 Limestone flour ρ = 1.47 g cm−3

K (W m−1 K−1) κ  (mm2 s−1) K (W m−1 K−1) κ  (mm2 s−1) K (W m−1 K−1) κ  (mm2 s−1)

Wetting (expected) 1.56 0.62 1.55 0.57 1.03 0.48
Non-wetting 1.04 0.48 0.91 0.43 0.73 0.35
Difference (%) − 33 − 20 − 41 − 25 − 29 − 27

Fig. 4  Thermal conductivity K and thermal diffusivity κ of sand with 
respect to the thermal conductivity of the pore fluid Kpor; the solid 
line represents an exponential relation and the dashed line the 
geometric mean; open symbols denote the non-wetting isooctane 
fluid, which is not considered in the trend
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a measure of the additional thermal resistance at the 
fluid–solid interface and the Kapitza resistance [2].

4.4  Structural properties of the mixtures

The structural constant α, which is defined in Eqs. 1 and 
2, indicates that the thermal properties of porous rocks 
are strongly dependent on the pore fluid [5]. If wetting 
properties change the apparent specific inner surface, 
the structural constant also changes. Such changes are 
attributed to the contribution of micro-cracks at different 
scales [5]. In this study, loose grains are without cracks of 
various scales. Nevertheless, the surface tension of the 
applied fluids causes a remarkable variation of the struc-
tural constant. During imbibition of a porous media, the 
matrix expands, which leads to an increase in the volume 
of the grains (e.g., [4, 20]) and this increase relates linearly 
to the surface tension of the pore fluid [13]. As a result, the 
higher the surface tension of the pore fluid, the higher the 
increase in the matrix volume according to its apparent lin-
ear relation [13]. As a consequence, the specific inner sur-
face decreases, diminishing the structural constant so that 
the structural constant is inversely related to the surface 
tension of the pore fluid. Figure 6 supports this assump-
tion. The linear relation between the structural constant 
and the reciprocal surface tension with its regression 

coefficient is given in Table  8. Remarkable differences 
occur between the structural constant of the pore filling 
with the non-wetting isooctane and the expected value 
of a wetting fluid with the same surface tension (Table 9).

5  Discussion

The thermal conductivity and thermal diffusivity of granu-
lar media are investigated with special attention to the 
effect of different pore fillings. The relations between 
measurements and other physical properties show that 
not only the individual properties of the components 
determine the effective thermal behavior but also the 
relation between each component.

Fig. 5  The total thermal diffusivity κ with respect to the heat pen-
etration coefficient S; the exponential trend is the best fit to the 
measured data; open marks denote the non-wetting isooctane, 
ignored in the trend

Table 7  The difference 
between the thermal effusivity 
Ktot/√κtot of the non-wetting 
fluid isooctane and the trend 
of wetting fluids

Fluid Sand Quartz flour Limestone flour
Ktot/√κtot 
 (103 W s½ m−2 K−1)

Ktot/√κtot 
 (103 W s½ m−2 K−1)

Ktot/√κtot  (103 W s½ m−2 K−1)

Wetting (expected) 1.98 2.05 1.49
Non-wetting 1.50 1.39 1.23
Decrease (%) 24 32 17

Fig. 6  The structural constant α with respect to the reciprocal sur-
face tension of the pore fluid; open marks denote the non-wetting 
isooctane fluid

Table 8  The trend of the structural constant α with respect to sur-
face tension σ with the regression coefficient according to Fig. 6

Structural constant α R2

Sand 130.6 σ−1 + 2.09 0.79
Quartz flour 138.5 σ−1 + 1.46 0.67
Limestone flour 110.7 σ−1 + 0.84 0.92
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5.1  Relation between bulk thermal properties 
and thermal conductivity of the pore fluid

If the linear relations (Table 4) are applied to estimate the 
effective thermal properties of a dry matrix, a more realistic 
value can be achieved than with measurement of the dry 
sample, because the above-mentioned interface problem 
between the measuring probe and sample is avoided. The 
results reported by Sommerton ([16], p. 72) show also a lin-
ear relationship between the thermal conductivities of the 
matrix and the applied fluids, except for the dry sample, 
whose effective thermal conductivity is too low to fit the lin-
ear trend. This misfit leads to the reported nonlinear trend, 
which is independent of the measuring method (e.g., [18]).

A further effect interferes the linear relationship with 
the wetting behavior of the pore fluid.

Figures  2 and 3 demonstrate that the non-wetting 
pore fluid isooctane does not fit the linear relation. The 
reduced thermal properties mean that an additional ther-
mal resistance exists between the solid matrix and the 
pore fluid. This transition zone of some thickness, known 
as the Kapitza length [2], has a non-negligible influence 
on the heat transport. The thermal conductivity as well as 
the thermal diffusivity is ca. 30–40% and 20–30% below 
the value which would be expected for a wetting fluid, 
respectively (Table 6). The difference between both ther-
mal properties can be understood by the contribution of 
a gas film with its high thermal diffusivity but low ther-
mal conductivity. This film results from the hydrophobic 
behavior of the non-wetting fluid.

5.2  The geometric mean of thermal properties 
of matrix and pore fluid

The estimation of the total thermal properties using the 
geometric mean, which yields fairly good results with 
water-saturated rocks, demonstrates that the devia-
tion from the experiment increases with the difference 
between the thermal conductivity of the matrix and that 
of the pore fluid, which has been already discussed (e.g., 
[5, 8]). Sand as matrix shows that the geometric mean can 
be applied to mixtures with a heat conductivity ratio of up 

to 1:20. Therefore, its application to dry samples results in 
inaccurate values. It demonstrates, however, that the bulk 
thermal conductivity of crystalline rocks with several com-
ponents of similar thermal conductivity can be averaged 
using the geometric mean.

5.3  Effect of the thermal effusivity

The exponential function between the thermal diffusiv-
ity and the heat penetration coefficient (Table 4) allows 
for estimation of the total thermal diffusivity of loose 
materials with air in the pore space; however, it cannot 
be extrapolated for higher values of the heat penetration 
coefficient S, which reaches S = 1 for a pure matrix, because 
the exponential function is not ascertained for S > 0.6. The 
results of the loose materials are valid at the given density 
only when representing densely packed spheres with a 
porosity of ca. 36%.

The thermal effusivity of isooctane as pore fluid should 
be higher than the measurements demonstrate (Table 7). 
The reason is the additional thermal resistance at the 
solid–liquid interface which is created by its non-wetting 
behavior and which reduces the apparent thermal effu-
sivity by ca. 20–30%. Its effect is somewhat lower for the 
thermal diffusivity than for the thermal conductivity, as 
Table 6 indicates. The gas phase at the fluid–solid interface 
has a relatively high thermal diffusivity and explains the 
resulting difference.

5.4  Structural properties of the mixtures

Considering the trend of the relation between the struc-
tural constant and the surface tension, the regression 
coefficient ranges from R2 = 0.67–0.92. The main rea-
son of the scatter might be that the thermal contact 
conductance is also sensitive to the wetting behavior. 
Figure  6 shows that the non-wetting isooctane fluid 
causes a remarkable increase in the structural constant 
α which reaches 64–92% compared to the trend of wet-
ting fluids at a surface tension of 19 mN m−1 (Table 9). 
This sensitivity of the structural constant to the wetting 
property likely causes the scatter at Fig. 6 and the low 
regression coefficient. The scatter of the wetting fluids 
might be due to their molecular character in combina-
tion with that of the matrix. The strong rise of the struc-
tural constant α with isooctane as pore fluid means that 
the significance of serial heat resistances raises in rela-
tion to that of parallel resistances. It is understood as 
the Kapitza resistance, which surrounds the matrix grains 
and reduces the heat flow. A temperature drop between 
the solid and the liquid phase occurs, and therefore, the 
total thermal conductivity is lowered. The total thermal 
diffusivity does not decrease as much. It points out that 

Table 9  The difference between the structural constant α of the 
pore filling with the non-wetting isooctane and the trend with wet-
ting fluids

Structural constant α

Sand Quartz flour Limestone flour

Result of experiment 17.3 16.3 11.0
Expected from trend 9.0 9.2 6.7
Difference (%) 92 77 64
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the volumetric heat capacity of the fluid–solid interface 
decreases much less.

The mean diameter of the sand particles is ca. 0.2 mm 
and that of the quartz flour is only 0.04 mm. While the 
specific inner surface of both media is very different, the 
structural constant is similar. This appearance can be 
understood, if the surface structure of the grains is taken 
into account. Since the sand grains are rounded, the quartz 
flour particles have physical defects with peaks and sharp 
edges that impede the wetting by the fluid molecules [7]. 
Therefore, the physical specific inner surface is not identi-
cal with the apparent specific inner surface.

6  Conclusion

The determination of the heat conductivity and the ther-
mal diffusivity of non-consolidated dry mineral grains is 
exposed to the heat contact conductance between the 
heat source of the instrument and the granular media. 
In order to avoid the effect of this thermal resistance 
between dry granular media and the heat source of the 
equipment, the loose grains are saturated with different 
fluids. The extrapolation of the measured thermal prop-
erties of the fluid/solid mixture for dry material results 
the properties for gas-filled pores. A linear relation can 
be applied between the total thermal conductivity 
and the thermal diffusivity and that of the pore fluid. 
The thermal diffusivity of dry mixtures can also be esti-
mated with the thermal effusivity of fluid/solid mixtures. 
It turned out that a non-wetting fluid departs from the 
relationships, because an additional thermal resistance 
surrounds the grains, causes a temperature drop and 
reduces the heat flow.

Beside the empirical relations, two rules of averaging 
are applied. The geometric mean of the thermal conduc-
tivity of fluid and matrix properties, which is often applied, 
results in fairly good results in a limited range of the ratio 
of the properties between matrix and fluid. Dry granular 
media, however, are excluded. A further mixing rule, which 
includes a structural parameter, provides more details to 
the sensibility of the wetting behavior of the applied fluids 
and demonstrates a dependence on the surface tension.
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